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GLOBAL TEXTILES

upholstery fabrics OEKO-TEX®
C CONFIDEHCEINTEKTILES% . “s .
20.HPL.30144 HOHENSTEINHTTI UG
Tested for harmful substances.
Xa PaKTEPUCTUKN TOBapy www.oeko-tex.com/standard100 AP ..
BignosiaHo / According: DIN EN 14465: 2006 S S
TepmocTibka / Quilting
JosxuHa pynony / Roll length ~30m
Po6oua wupuHa / Usable width 140 cm (£ 2 cm)
Bara / Weight 380 r/m? (£ 5%)
ToswmHa / Thickness 0,9-1 mm
Cknap, BepxHboro wapy / Surface composition 100% MoniypetaH / Polyurethane
Cknag 6a3080i TKaHUHKM / Base composition 90% Moniectep / Polyester; 6% basosHa / Cotton;
4% Bickosa / Viscose
P Result
MeTtop TectyBaHHA 0a. BuUM. EvasiayResu
Tect / Test q
Test method Unit Mo3a0BXHbO / MonepeuHo /
Length Crosswise
CriiikicTb Ao cTupaHHa / Abrasion resistance DIN EN ISO 5470-2 Lnknis / Revs. 102 400
MiuHicTb npu posTtaryBaHHi / Tensile strength DIN EN ISO 1421 H (%) 412 (15,5) 410 (23,2)
MiuHicTb Ha pO?:pMB (AanA TKaHWH 3 NnoKpuTTam) / DIN EN ISO 4674-1 H 68,8 52,5
Tear growth resistance
. . . DIN EN ISO 32100 .
Onip BuruHy / Permanent creasing behaviour (100 000) Banis / Grade 0 0
Apgresia nokputra / Coating adhesion DIN EN ISO 2411 H 66,3 50,9
Po3cyHeHHs wea / Seam slippage DIN EN ISO 13936-2 MM 2,7 3,0
Tecr / Test MeTtopa TecTyBaHHA Pesynbrat
Test method Result

Tect Benni Ha BuruH / Bally Test

y3goex / lengthwise
nonepek / across
AiaroHanbHo / diagonal

DIN 53 351 / DIN 53 359
30 000 umknis / revs.

MpoigeHuin / Passed
MpoigeHuin / Passed
MpoigeHuin / Passed

Tect Benni Ha BUruH nicns rigponisy / Bally Test after Hydrolysis
10d 70C 95-98% rel. LF

y3p0Bx / lengthwise

nonepek / across

piaroHanbHo / diagonal

DIN 53 351 / DIN 53 359
15 000 umknis / revs.

Mpoiaenuit / Passed
MpoigeHuin / Passed
Mpoiigexuin / Passed

A3o6apsHukm / AZO dye stuffs
HeroptouicTb / Fire protection
Lopatkosa iHpopmauis / Additional information

BunpobysaHHa nposegeHi / Tested by

He suasneHo / Undetectable
Ha 3amosneHHs / On request (BS 5852)

MpoaykKT signosigae anpektusi EC 2002/61/EC Ta EBponeicbkii
[OupekTusi npo ximivHi pevosuHu (EC) Ne 1907/2006 (REACH)
Our product satisfy to the EU-Directive 2002/61/EC and European
Chemicals Directive (EC) No. 1907/2006 (REACH)

Yepes TeXHONOriYHI yMOBM BUPOBHUYOTO npoLiecy moxke byTu pisHUuUA B

BiATIHKaX pisHUX NapTiit ToBapy.
Due to the technological conditions of the production process,
there may be differences in the shades between each

production batch.

CTL® GmbH Chemisch-Technologisches Laboratorium
Carl-Bertelsmann-Str. 66 / 33332 GUtersloh — Germany

Pe3ynbTaTv BUNpobyBaHb 6yauM 3ibpaHi 3 pi3sHUX 3paskiB i TOMY NPEACTABAAOTL CEPeAHI OPIEHTOBHI 3HAYEHHSA.

Test results were gathered from various samples and therefore represent average indicative values.
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