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Po6oua wupmrHa / Usable width MiH. 140 cm

Bara / Weight 330 r/m? (£ 5%)

Cknapg, / Composition 95% Moniectep / Polyester,

5% MNoniamig, / Polyamide
Pesynbtat / Result
MerTop, TecTyBaHHA 0a. Bum.
Tect / Test :
Test method Unit OcHosa / Warp VriK / Weft
iu . . . ENISO 12947-1 .
CrilikicTb Ao ctupaHHa /Abrasion resistance EN ISO 12947-2 Luknis / Revs. 50 000
Tect Ha niniHr / Resistance to pilling EN SO 12945-2 banis / Grade 4
(2 000)

Po3cyHeHHs wea / Seam slippage EN 1SO 13936-2 MM 2,5 2,5

MiuHictb npu postarysaHHi / Tensile strength ENISO 13934-1 H 600 500

MiyHictb Ha po3pus / Tear growth EN1SO 13937-3 H 60 60

iu n/d 7z t

Criitkictb papbyBaHHA p.;o Tepta / EN ISO 105-X12 Banis / Grade cyxuit / dry BosIOTMIM / we

Colour fastness to rubbing s s

Crifikicts ¢ap6yBa","" Ao ceitna / EN 1SO 105-B02 Banis / Grade 5

Colour fastness to light

CTilKiCTb 4,0 NOWKOAXKEHb AOMALLHIMU TBapUHaAMKN BS 8479 . .

(cTilikicTb Ao 3auinok) / Pet Proof (snagging test) (2 000) Banie / Grade 3-4, kareropi A

EdeKT yTBOPEHHSA KaTULLKIB € NPUPOAHUM NPOLLECOM, TOMY MOr0 HEMOK/IMBO MOBHICTIO YCYHYTU. NMepeHeceHHA 6apBHUKA 3 TKAHUH HACUYEHUX | TEMHUX KO/IbOPIB Ha
CBIiTNi TKAHWHW € HEMUHYYUM. Y pasi 3a4enneHHA 3a rocTpi NpegMeTH CAif O4iKyBaTV BUTATYBaHHA HUTOK. BiaxMneHHA y BiATiHKax KONbOpiB € 4ONYCTUMUMM 3

TEXHONOTYHUX NPUYUH.

The pilling effect is a natural process and cannot be completely eliminated. Migration of dye stuff from intense and dark fabrics to light fabrics is unavoidable. Pulled
threads are to be expected when getting caught on sharp objects. Variations on color shades are acceptable for technological reasons.
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